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TAIRILOY PC/ABS resin consolidated property data sheet (1 [1 Property [ [

Unitd O OO Test Method [0 [0 [0 [0 Test Condition AC3100 O OO0

Tensile Strength kg/cm2 ( MPa) ASTM D-638 (1SO527) 230 630(62) O OO O

Flexural Strength kg/cm2 ( MPa) ASTM D-790 (1SO178) 231 950 (94) O OO O

Flexural Modulus kg/cm2 ( MPa) ASTM D-790 (1SO178) 231 28000 (2750) OO O O OO Rockwell

Hardness R-Scale ASTM D-785 (1SO2039/2 ) 2300 R-118
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