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PMMA surface compressive strength is not high, easy to scratch, impact resistance characteristics of low, molding



liquidity will be less, PMMA modified engineering plastics appear one after another. Such as Vinyl Acetate and
Butadiene, Butadiene prepolymer, PMMA and PC blending. Very transparent PMMA materials are important for
mobile phone screen protection, the product is divided into two hardening coating, no hardening coating. It is
characterized by excellent light transmittance, no sediment, tip discharge protective film and 5-6 H compressive
strength after surface hardening. At present, it is highly recommended to use PMMA raw material for hardening
treatment, which is called as raw plate in our country.
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