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PP PPV P77 P77 ??7? 2?7?77

1.????/Thickness of Coating???

?7?7? Microscopic method
o )

ASTM B487-85(2013)

GBI/T 6462-2005

ISO 1463-2003

AS 1231-2000

2.??7?/Zinc coating Mass???

PPP???77?7?7?7

GB/T 1839-2008
ISO 1460-1992

JIS H0401:2007(Section 5.2 indirect method)

ASTM A90/A90M-13

ASTM B 571-97(2013)
JIS H 8504-1999
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