
苏州市砂石碱活性检测 岩相法检测 快速砂浆棒法检测

产品名称 苏州市砂石碱活性检测 岩相法检测
快速砂浆棒法检测

公司名称 浙江广分检测技术有限公司

价格 .00/个

规格参数

公司地址 江苏省昆山市陆家镇星圃路12号智汇新城B区7栋

联系电话 18662248593 18662248593

产品详情

目前对集料活性的检测方法主要有：岩相法、岩石柱法、砂浆棒法、快速砂浆棒法、混凝
土棱柱体法、快速混凝土棱柱体法和压蒸法。各试验方法所对应的检测标准如下表所示：

 

检测项目 所对应的检测标准
岩相法 AAR-1: Detection of potential alkali- reactivity of aggregates- Petrographic method

ASTM C295: Standard guide for petrographic examination of aggregate for concrete

GB/T 14685:建筑用卵石、碎石

TB/T2922.1:铁路混凝土用集料碱活性试验方法-岩相法

JGJ 52:普通混凝土用砂、石质量及检验方法标准

DL/T 5151:水工混凝土砂石骨料试验规程

SL 352:水工混凝土试验规程
岩石柱法 ASTM C586: Potential alkali reactivity of carbonate rocks as concrete aggregates(rock-cylinder

method)

TB/T2922.4:铁路混凝土用集料碱活性试验方法-岩石柱法

JGJ 52:普通混凝土用砂、石质量及检验方法标准（碳酸盐集料）

DL/T 5151:水工混凝土砂石骨料试验规程（碳酸盐集料）



SL 352:水工混凝土试验规程（碳酸盐集料）
砂浆棒法 ASTM C227: Potential alkali reactivity of cement-aggregate combinations(mortar-bar method)
快速砂浆棒法 ASTM C1260: Potential alkali reactivity of aggregates (mortar-bar method)

AAR-2: Detection of potential alkali-reactivity of aggregates (ultra-accelerate mortar-bar test)
混凝土棱柱体法 ASTM C1293: Determination of length change of concrete due to alkali silica reaction

AAR-3: Detection of potential alkali-reactivity- 38℃test method for aggregate combinations using
concrete primes

GB/T 50082:普通混凝土长期性能和耐久性能试验方法标准
压蒸法 CECS48:93：砂、石碱活性快速试验方法
碳酸盐集料活性检测 ASTM C1105: Length change of concrete due to alkali-carbonate rock reaction

AAR-5: Rapid preliminary screening test for carbonate aggregates

JGJ 52:普通混凝土用砂、石质量及检验方法标准（岩石柱法）

SL 352:水工混凝土试验规程(岩石柱法)
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