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test certification

00 00O 0O O description of sample[] (] 0 pa66
00O 00O O spec. code O 60m

[0 0 OO O production qty / po # 1000kg
0000 Osampling gty Pkg

00 OO O test items OO0 O test

00 O units |D 0 0 0O (dry)230 [0 0 O value



method

O 0O 0O O O melt volume rate[d i501133 0/10min P750 -5kg 115
(0 O O O O tensile strength] is0527 mpa 10mm/min 70
00000000 tensilestrainat — fiso527 %) 6
break (]

O 00O 0O O flexural strengthO is0178 mpa 03
O O 0O 0O O flexural modulus] iS0178 mpa 2,600
0000000000 (izod notched fiso179 Kj/m2 3.5m/s-1j 5.3
impact)

000000 O (izod unnotched  fiso180 Kj/m2 3.5m/s-5.5j 13.5
impact)

0 OO 0O O flame resistancel] ul-94 hb

O O O ash contentd

%)
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