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bitumen 60/70 specification

0O 0 60/7000 O
|bitumen 60/700] [J 6070 |
origin: iran
ooogo
test test method result
[J O specific gravity @ 25¢ astm_d3289 1.35 1.44
0 O O penetration @ 25¢,10mm astm_d5 60-70
[0 O O softening point, ¢ astm_d36 49-56
[J O ductility @ 25¢ ,cm astm_d113 80 100
[0 O O O loss on heating, wt % astm_d6 0.03
O O O O drop in penetration after heating, % astm_d6/d5 9.2
[0 O flash point, ¢ astm_d92 280-300
O O O solubility in cs2,wt% astm_d4 60.1
package: new steel drums (185 kg +/- 5), with sgs.
0000000001800 +/-50000000dsgstdOd
quantityd 0 O O 010000/0 00000300000 00O O50000/00
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