
欧盟 ECE R 118 认证

产品名称 欧盟 ECE R 118 认证

公司名称 深圳市实测通技术服务有限公司

价格 .00/件

规格参数 测试周期:5-7天
寄样地址:深圳宝安
价格费用:电话详谈

公司地址 深圳市罗湖区翠竹街道翠宁社区太宁路145号二
单元705

联系电话 17324413130 17324413130

产品详情

UN ECE Regulation No.118 (ECE R118) BURNING BEHAVIOUR AND/OR THE CAPABILITY TO REPEL FUEL OR LUBRICANT OF
MATERIALS USED IN THE CONSTRUCTION OF CERTAIN CATEGORIES OF MOTOR VEHICLES clause 6.2.1/6.2.2/6.2.3

Test Clause Requirement

Conditioning   at least 24 h (21°C and 50%)

clause 6.2.1 Annex 6 Test to determine the horizontal burning rate of materials

Scope: material(s) used for the upholstery of any seat and its accessories (including the driver"s seat), the interior lining of the roof, the interior lining of
the side and rear walls, including separation walls, the interior lining of the floor, the interior lining of luggage-racks, heating and ventilation pipes, the
light fittings and material(s) with thermal and/or acoustic function

Sample Required: 356×100×thickness(no more than 13 mm) mm, 5 pcs for each direction (if applicable)

clause 6.2.2 Annex 7 Test to determine the melting of materials

Sample Required: 10 pcs of 70 mm X 70 mm X thickness (each face)

Clause 6.2.3 Annex 8 Test to determne the vertical burning rate of materials

Scope: material(s) used for the curtains and blinds (and/or other hanging materials)

Sample Required: 6 pcs of 560 mm X 170 mm (each direction)

Turnaround time: normal ( 10 working days )

所需时间: 标准( 10 个工作天 )



 Others： Sample for reference 参考图片:

 

>Sample Report 报告样本：
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