
广州美标石材常规项目检测

产品名称 广州美标石材常规项目检测

公司名称 广州国检检测有限公司

价格 .00/件

规格参数

公司地址 广州市番禺区南村镇新基村新基大道1号金科工
业园2栋1层101房

联系电话  13926218719

产品详情

美标石材ASTM

抗压强度（干、湿） compressive strength

ASTM C170/C170M-17 Standard Test Method for Compressive Strength of Dimension
Stone尺寸石材抗压强度的标准试验方法

吸水率及密度 Absorption by weight and gravity

ASTM C97/C97M-18 Standard Test Methods for Absorption and Bulk Specific Gravity of Dimension
Stone标准测试方法吸收尺寸石材的比重

弯曲强度（干、湿） Flexural Strength

ASTM C880/C880M-18 Standard Test Method for Flexural Strength of Dimension
Stone尺寸石料弯曲强度的标准试验方法

耐磨性Abrasion resistance

ASTM C241/C241M-20 Standard Test Method for Abrasion Resistance of Stone Subjected to Foot



Traffic经受脚部交通的石材耐磨性的标准试验方法

断裂模数Modulus of rupture

ASTM C99/C99M-18 Standard Test Method for Modulus of Rupture of Dimension
Stone尺寸石料断裂模数的标准试验方法

防滑性能Slip resistance

ASTM C 1028-07 Standard Test Method for Determining the Static Coefficient of Friction of Ceramic Tile and Other
Like Surfaces by the Horizontal Dynamometer Pull-Meter
Method用水平功率拉力计法测定瓷砖及其它相同表面的磨擦电系数的标准试验方法

Taber耐磨测试Taber abrasion

ASTM C1353/C1353M-20 Standard Test Method for Abrasion Resistance of Dimension Stone Subjected to Foot
Traffic Using a Rotary Platform Abraser使用旋转平台磨料的脚部交通尺寸石材的耐磨性的标准测试方法

热膨胀系数 Thermal expansion

ASTM C531-12 Standard Test Method for Linear Shrinkage and Coefficient of Thermal Expansion of Chemical-
Resistant Mortars, Grouts, Monolithic Surfacings, and Polymer
Concretes整体表面和聚合物混凝土上的水泥浆耐化学性灰浆的线性收缩和热膨胀系数的标准试验方法

光泽度 Specular Gloss

ASTM D523-14（R2018） Standard Test Method for Microscopic Measurement of Dry Film Thickness of Coatings
on Wood Products用于显微镜测量木制品上涂层干膜厚度的标准测试方法

防滑性能 Surface Frictional Properties

ASTM E303-93(Reapproved 2018) Standard Test Method for Measuring Surface Frictional Properties Using the
British Pendulum Tester使用英制摆锤测试仪测量表面摩擦性能的标准测试方法

岩相分析 petrographic description

ASTM C 1721-15 Standard Guide for Petrographic Examination of Dimension Stone 



尺寸石岩相检验的标准指南

 

热膨胀系数 thermal expansion

ASTM D4535-13 Standard Test Methods for Measurement of Thermal Expansion of Rock Using
Dilatometer用膨胀计测量岩石热膨胀的标准试验方法

锚固强度anchor strength

ASTM C1354/C1354M-15 Standard Test Method for Strength of Individual Stone Anchorages in Dimension
Stone尺寸石头中单个石头锚固件强度的标准试验方法

美标产品规范

ASTM C615/C615M -18 Standard Specification for Granite Dimension Stone 花岗岩

ASTM C503-15 Standard Specification for Marble Dimension Stone 大理石

抗压强度（干、湿） compressive strength

吸水率及密度 Absorption by weight and gravity

 

弯曲强度（干、湿） Flexural Strength

耐磨性 Abrasion resistance

ASTM C241/C241M-15 Standard Test Method for Abrasion Resistance of Stone Subjected to Foot
Traffic人行道用石板耐磨性的标准试验方法

断裂模数 modulus of rupture



美标板岩 ASTM C406-2015 Standard specification for Roofing slate

吸水率 water absorption

ASTM C121/C121M-20 Standard Test Method for Water Absorption of Slate石板吸水的标准试验方法

断裂模数 modulus of rupture

ASTM C120/C120M-19 Standard Test Methods for Flexure Testing of Structural and Roofing
Slate结构和屋顶板岩弯曲试验的标准试验方法

weather resistance耐环境（耐酸）

ASTM C217/C217M-20 Standard Test Method for Weather Resistance of Slate板岩耐候性的标准试验方法

实体面材性能标准ANSI/IPCA SS-1-2001（人造石）

ANSI Z124.6-2007 plastic sink 塑料水槽

载荷测试load test

ANSI Z124.6-2007 Plastic sinks塑料水箱

点冲击测试Point impact test

ANSI Z124.6-2007 Plastic sinks塑料水箱

色牢度和耐老化性colorfastness and aging test

ANSI/ASTM D2565 Practice for Operating Xenon Arc-Type (Water-Cooled) Light Exposure Apparatus with and
without Water for Exposure of Plastics (08.02) 塑料曝光用氙弧型(水冷)曝光仪操作规程(08.02)

ASTM D2244 Standard Practice for Calculation of Color Tolerances and Color Differences from Instrumentally
Measured Color Coordinates计算仪器测量颜色的颜色容差和色差的标准实施规程



ANSI Z124.6-2007 Plastic sinks塑料水箱

耐污染性stain resistance test，香烟燃烧cigarette burn test，耐化学腐蚀chemical resistance test，耐加热性heated
pan test

ANSI Z124.6-2007 Plastic sinks塑料水箱 
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