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Globalene 8491

Polypropylene

Lee Chang Yung Chemical Industry Corp.

goggg

Globalene 84910 U D 00D DO, 0 DODDO0OODOODDOODOO,OOOD O :injection stretch blow
moldingd O O 00O 0O

Globalene 84910 0 D O O O :

oo

gad

goboooood:
gooo

oo/oo/on



0o

goggg

gogd

go*»pgogogi

goggg

goggg

googogo

0o

0o

oo ogg

00O OO Injection Stretch Blow Molding
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00O 0.898 g/cm ASTM D792
O0000000000 (230° C/2.16 kg) 8.0 g/10 min ASTM D1238
Oodd-0dd 1.3%ASTM D955
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0Ooo0g (RO)78 ASTM D785
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0O0O0g (00)27.5MPaASTM D638
000 (00)12%ASTM D638
0000 1000 MPa ASTM D790
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OO0O00ooDoood (23° C)250/m ASTM D256
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Heat Deflection Temperature 84 °© C ASTM D648
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