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Polypropylene Random Copolymer

Lee Chang Yung Chemical Industry Corp.
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00O 0.896 g/cm ASTM D792
00000000000 (230° C/2.16 kg) 1.5¢g/10 min ASTM D1238
Ood-0dd 1.9%ASTM D955
gobgooooooao

0O00g (RO)84 ASTM D785
gobgobooboooood
0000 (00)29.4 MPaASTM D638
000 (00)13%ASTM D638
0000 1080 MPa ASTM D790
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O0O0O0O0D0oO0d (23° C)43J)/mASTM D256
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Heat Deflection Temperature 77 °© C ASTM D648
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