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used shanxi high-quality carbon as raw materials, it is processed by selection, crushing, screening and other craft
processes. it has good abrasion resistance and high mechanical strength and is used for purification treatment of
general acid, neutral and alkaline water; it is the necessary water purification materials in a double and three water
purification filter. the technical indicators have reached and exceeded the ministry of construction (cj/t44-1999)

standard.

physical and chemical properties analysis:

physical properties

item units
proportion g/cm3

g/cm3
bulk density g/cm3

g/cm3
breakage %
porosity %
wear rate %
hydrochloric acid %
soluble rate

data
1.55

chemical properties

item units data
c % >80
pb % 0.045
cu % 0.028
Zn % 0.04
S % 0.05

the content of other heavy metals does
not exceed the national drinking water
standards
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