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| test result

no. item units measured values

1 thickness base film gom 99.8

2 tensile strength md mpa 178

td mpa 200

3 elogation at break md [ 152

td O 111

4 heat shrinkage md [ 15

15000 30’ td O -0.2

5 glossiness [ 46

6 reflectance O 97.8

7 surface corona mn/m 58

remarks |
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