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Test item 1:Chemical Composition Analysis
Test methodU Refer to GB/T 4336-2016
Acceptance standard] Q/LG 018-2019
Test equipment] OES

Test resultd See below table



Conclusion: according to the test result, measured element content of the sample complies with Q/LG 018-2019 the
type SPCC requirement.

Test item2:Tensile Test

Test methodJ GB/T 228.1-2021
Acceptance standard(] Q/LG 018-2019
Test instrument[] Universal testing machine

Test resultd See below table
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