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result

0 O O (na20)% sodium oxide(na20)%  50.50+ 1.00 51.44

O 0O O (sio2)% silica(sio2)% 46.00+ 1.00 46.43

0 O O (fe)% iron(fe)% < 200ppm 77

O O O O (g/cm3) bulk density(g/cm3)  1.05-1.35 1.23

0 O O 20-650 O % particle > 93.0 99.66

size(20-65mesh)%

O O whiteness 85 90.04
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