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This standard specifies two test methods for assessing, respectively, the water vapour permeability and the water
vapour absorption of uppers or complete upper assembly irrespective of the material, in order to assess the suitability
fortheenduse. D0 0000000 0ODOODODODOODOODOODOOOOODOODODODODODOO
OO000000000000DOO0DOO0DOOooOood

Test Requirement 0 0 0 O O
OOooOoooooon

SampleSizeO 0 OO /00O O O : onrequestLead Time / TAT (Turn Around Time) 0 0 O 0O : 0 O O O Regular
service 7-9 working days

Report Summary O 0O 0 O :
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