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formwork adopts the method of on-site pouring. The molds are transported to the construction site, and the
construction personnel inspect the molds. Qualified molds are placed and the modulated concrete is poured into the
molds. As the pouring area is relatively large, it can be injected in stages, but the interval should not be too long to
avoid affecting the solidification of the concrete.
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