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0 0O 0O O O The method used is on-site pouring for the use of molds. When using, first fix the mold on the ground,
then place steel mesh on the inner side of the mold, spray release agent, and then pour concrete. Wait for the concrete
to solidify before removing the formwork. When using cement bridge anti-collision wall molds, if the concrete surface
is required to be smooth, oil should be applied on both sides inside
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