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O0O00O0D0OOOO O The mold as awhole adopts a two-piece design, when operating the grouting, the mold
needs to be evenly coated with enough release agent, and then the mold is placed vertically, one side of the mold is
welded to the support, the mold block is assembled and fixed with bolts, the bolt specification of the large mold is also
larger, the electric wrench can be used to reinforce, and then the concrete car is driven to the edge of the mold through
the upper mouth for pouring, because of the special structure of the mold, the poured concrete can be injected in
stages, so that the concrete of each layer is vibrated in place and then the next layer is poured, the mold mouth is
smoothed after completion, and the dry demoulding can be put into use[J
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