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O O O When using the quadrangular vertebral twist king block mold, it needs to be carried out in accordance with the
operating procedures. First, the mold is placed on a level ground, and then the concrete is poured. During the pouring
process, it is necessary to pay attention to the uniformity and compactness of the concrete. After the concrete is
solidified, the mold is dismantled to obtain a four-angle vertebral twist king block that meets the requirements.
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