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volume of the coastal wave block mold is large, only the outer mold and the middle is hollow. In order to make
concrete products, the method of prefabrication is usually adopted. During the manufacturing process, a layer of
release agent is brushed on the inside of the mold to facilitate mold release. After that, the reinforcement mesh is
placed in the mold and the concrete is poured. Using a vibrator to shake the mold, air bubbles can be expelled from
the concrete. After the concrete is dry, the mold can be demolded. Finally, the finished concrete products are
transported to the site for use.
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