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hardness astm d2240 shore a



shored

65

specific gravity astm d792 g/cm3 1.25
mechanical

tensile stress astm d412 kgf/cm2

at 100% elongation 240

at 300% elongation 390

tensile strength astm d412 kgf/cm2 440
ultimate elongation astm d412 % 390
tear resistance (die ¢) astm d624 kgf/cm 220
compression set astm d395

at23° cx22hr % 20

at70° cx22hr % 40

mold shrinkage astm d955 m/m 0.004
thermal

vicat softening temperature astm d1525° ¢ 1230 0 0 0 0 0O 0O 0O O O 131458306210 O O O
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