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n326 carbon blacktest procedure typical properties test methodoil absorption number, cc/100g 72 + 5 astm
d2414iodine adsorption, mg/g 82 + 5 astm d1510heat loss, % max (as shipped)- bulk 1.0 astm d1509- bag 2.5 astm
d1509sieve residue, % max- no. 35 0.0005 astm d1514- no. 325 0.02 astm d1514fines, 5", % max- bulk 6.0 astm d1508-
bag 9.0 astm d1508pellet hardness, max- maximum 75.0 astm d5230- average 45.0 astm d5230typical properties for
iodine number and oil absorption number of sid richardson products are in complete agreement with the industry-
wide target valuesestablished in astm d1765.astm test


http://www.tcpdf.org

