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granular asphalt

product name: high-temperature granular asphaltstandard no. db/t32001/062-88;softening point> 120 [J ;ash <
0.2%

fineness, particle size 0.2-1mm
it is widely used in blast furnace, blast furnace gunning, ramming, and unshaped refractory castable materials and

additives of carbon materials. it plays a role in bonding and increasing the carbon content and in improving the
products’ resistance and anti-erosion capability.
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