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3003 H140 H24O 0.8-1.3 >14 >12 >4
1.3-2.9 >5

5052 H120 H32[0 0.8-1.3 22-27 >16 >5
1.3-2.9 >7

H140 H34O 0.8-1.3 24-29 >18 >4

1.3-2.9 >6
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1050AH44 100-145 80 400 R=2mmX1

1200H44 110-150 90 400 R=2mmX1

3003H44 140-185 110 400 R=2mmX1.5

3005H44 165-215 135 300 R=2mmX1.5

5754H42 220-270 140 60 O R=2mmX1.5
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3003 <0.60
5052 <0.25
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