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Specific Heat Capacity2. ASTM E 1269?05? Standard Test Method for Determining Specific Heat
Capacity by Differential Scanning Calorimetry3. DIN 51007 Thermal Analysis; DSC, principles4. EN



1159-37?03? Advanced technical ceramics — Ceramic composites,thermophysical properties-Part
3?Determination of specific heat capacity5. JIS K 7123719877 Testing Methods for Specific Heat
Capacity of Plastics
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