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ASTM E1354 bbbbbb of test for heat and smoke release rates for materials and products using an Oxygen
Consumption Calorimeter
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(UDO00000000O00 (Rate of heat release, by measurement of the oxygen consumption, as
determined by the oxygen concentration and the flow rate in the exhaust product stream);

(MOOOOOO0DOODODOOOO O (Effective heat of combustion from a concomitant measurement of specimen
mass loss rate, in combination with the heat release rate);

(c) O O O O (Smoke release, by obscuration of light by the combustion product stream);

@UOO0o0oOobobooOoOoooonnbDOd (Ignitability, as a measurement of time from initial exposure to time
of sustained flaming)J
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GB8624-2012. 0 00000 Ooonooo

GB 8624-2012: Classification for burning behavior of building materials and products
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