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Our company produces nano titanium dioxide products mainly in two crystal forms: Anatase and Rutile. The
proportion of Anatase and Rutile crystals can reach more than 99.5%. The average particle size of the product ranges
from 60nm to 30 m. It can be adjusted according to customer needs. It is mainly used in cosmetics, functional fibers,
plastics, inks, coatings, paints, fine ceramics, and other fields.

O O O 0O Physical and chemical indicators

[0 O ltems O Unit (1 O Number
7 > 99.9
(] 0 U U O U Rutile conversion rate % > 99.7
[1 0 O O Loss on drying il
(1 0 Grain diameter hm EO-lOO
[1 LI price lIEQMB/yuan -10nm  2million/ton

10-30nm 0.25million/ton

30-50nm 0.2million/ton

b0-100nm 0.12million/ton

100-200nm 0.08million/ton




p00-600nm 0.07million/ton

[1 O [0 Whiteness value |
HL PH value —
O odd Speciﬁc surface area m2/g
[1 [ Character —— [1 00 O 0 White powder
b O O lead ppm < 2
stJ O U arsenic < 1
d0 0 O cadmium < 0.5
riJ O O chromium
g () mercury
< 10

e(t )iron
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